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Motivation
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ÅGlobal warming Ą Paris 

Agreement, 2015 Ą Reduce 

greenhouse gases

ÅHow to go ñgreenò?

ïElectric vehicles

ïSolar + wind energy and 

electrochemical energy storage

ÅLithium-ion battery (LIB) most 

promising

ïSafety of LIBs is a major issue



Thermal Runaway in LIBs
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Samsung Galaxy Note 7 Boeing 787 battery pack

Tesla Model S

https://greentransportation.info/

ev-ownership/safer/

tesla-model-s-2013.html

http://www.ntsb.gov/investigations/2013/boeing_787/

photos/1-7-12_JAL787_APU_Battery_s.jpg

http://www.techionix.com/articles/

why-are-samsungs-galaxy-note-7-phones-exploding/



Battery Thermal Characterization
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Materials ÅThermocouples can short the 

electrodes and disturb the 

battery operation

Å IR imaging is a surface 

measurement and there can be 

large gradients within the cells

ÅElectrolyte can degrade in air 

and cause toxic fumes

Currently, we are working on methods to 

improve our thermal imaging capabilities 

to overcome these challenges in two 

types of experiments:

1) Thermal Property characterization

2) In Situ Thermal Measurements



Working Principle of LIB
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NoshinOmar, Mohamed Daowd, Peter van den Bossche, Omar Hegazy, JelleSmekens, Thierry 

Coosemansand Joerivan MierloF, ñRechargeable Energy Storage Systems for Plug-in Hybrid 

Electric VehiclesðAssessment of Electrical CharacteristicsòEnergies 2012, 5, 2952-2988; 

doi:10.3390/en508295



Prior thermal property measurements
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Cell geometry Cell specific heat capacity [╙▓▌ ╚ ]

LFP LCO LMO NMC

Cylindrical 1700 [3] 1300 [4] 837.4 [8] ---

Prismatic --- 850 [7] --- 1000 [7]

Pouch 1400 [5] --- --- 1090 [7]

Electrolyte 

content

Material specific heat capacity [ἔἳἯ ἕ ]

LFP LCO LMO NMC Graphite

Dry 700 [9] 601 [4] 830 [10] 775 [6,7] 632 [1,11] 

Wet 1260* [2] 1269 [10] 1321* [12] --- 1437 [4]
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2014, pp. 8ï13, DOI:10.1016/j.jpowsour.2013.11.022.

[8] P. Gotcuand H.J. Seifert, ñThermophysical properties of LiCoO 2 ïLiMn 2 O 4 blended electrode materials for Li-ion batteries,ò Phys. Chem. Chem. Phys., vol. 18, 2016, pp. 10550ï10562, DOI:10.1039/C6CP00887A.

[9] G. Guo, B. Long, B. Cheng, S. Zhou, P. Xu, and B. Cao, ñThree-dimensional thermal finite element modeling of lithium-ion battery in thermal abuse application,ò Journal of Power Sources, vol. 195, Apr. 2010, pp. 2393ï2398, DOI:10.1016/j.jpowsour.2009.10.090.

[10] C. Lin, K. Chen, F. Sun, P. Tang, and H. Zhao, ñResearch on thermo-physical properties identification and thermal analysis of EV Li-ion battery,ò 5th IEEE Vehicle Power and Propulsion Conference, VPPC ô09, 2009, pp. 1643ï1648, DOI:10.1109/VPPC.2009.5289653.

[11]B. Koo, P. Goli, A. V. Sumant, P.C. Dos Santos Claro, T. Rajh, C.S. Johnson, A.A. Balandin, and E. V. Shevchenko, ñToward lithium ion batteries with enhanced thermal conductivity,ò ACS Nano, vol. 8, 2014, pp. 7202ï7207, DOI:10.1021/nn502212b.

[12]S. Jin, J. Li, C. Daniel, D. Mohanty, S. Nagpure, and D.L. Wood, ñThe state of understanding of the lithium-ion-battery graphite solid electrolyte interphase ( SEI ) and its relationship to formation cycling *,ò Carbon, vol. 105, 2016, pp. 52ï76, DOI:10.1016/j.carbon.2016.04.008.

Å Cell-level specific heat capacity 

measurements exist for a few electrode 

material combinations

Å At the electrode level, more 

experiments need to be done for a 

better estimate of electrode specific 

heat capacity

Å Electrolyte increases specific heat 

capacity as the electrolyte fills in voids



Missing literature on thermal conductivity
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Cell geometry Cross-plane thermal conductivity [ἥἵ ἕ ]

LFP LCO NMC

Cylindrical 0.15 [14] 3.4 [15] ---

Prismatic --- 1.4 [13] ---

Pouch 0.4 [16] --- 0.6 [18]

Cell geometry In-plane thermal conductivity [ἥἵ ἕ ]

LFP LCO

Cylindrical 30 [14] 20 [15]

Prismatic --- 24 [13]

Pouch 35 [19] ---

Å Prior cell-level thermal conductivity 

measurements exist only for a few 

cathode materials and graphite anode 

combinations

Å More measurements are needed to 

accurately quantify the cross-plane 

conductivity that can be used as inputs 

for thermal modeling of the battery 

systems 
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[16] H. Maleki, S. Al Hallaj, J.R. Selman, R.B. Dinwiddie, and H. Wang, ñThermal Properties of Lithium-Ion Battery and Components,ò Journal of The Electrochemical Society, vol. 146, 
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Interface Resistances
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Mean Thermal Conductance: 670 W/(m2K)

Standard Deviation: 275 W/(m2K)

Gaitonde, Nimmagadda, Marconnet: ñMeasurement of Thermal 

Conductance  in Li-ion Batteries ò Journal of Power Sources (2017).



Conventional Thermal Characterization
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Experiment Setup
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Thermal Imaging
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Extracting Thermal Conductivity
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Varying Heat Flux
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Å Experiment 

temperature range: 

40~70 ᴈ
Å Six varying heat flux 

for each sample.



Result
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Sample Component k(W/mK)

Dry Wet

Cathode

(~15 layers)

Cu Foil double 

side coated by 

LiMn2O4

0.16 ± 0.06 0.45 ± 0.09

Anode

(~15 layers)

AL Foil double 

side coated by 

CMS Graphite

0.57± 0.12 1.35 ± 0.49

Separator

(~34 layers)

Ceramic Coated 

Membrane
0.10 ± 0.01 0.11 ± 0.01

Stack

(~12 layers)

Cathode 

+Separator 

+ Anode

0.20 ± 0.04 0.44 ± 0.09



Result
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Mimic electrolyte: 1:1 volumetric ratio of 

ethylene carbonate (EC), propylene carbonate(PC)

WETDRY



Measurement Device 
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Thermal Transport during Charging
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